PMG XRF LAB TEST RESULTS

CLIENT: STEVE WAGY

XRF TEST DATE: JUNE 24, AND JULY 10, 2025

SAMPLE DESCRIPTION: ROCK SAMPLES

-MINING PLUS MODE TEST

MINING PLUS MODE SAMPLE TWENTY-NINE TEST

RESULT:

X Test-Mining Plus & (i X Test-Mining Plus &b (il
O 05/24/25 #10

ELEMENT

LE
Al
Zn
W
Cu
Si
M
Fe
Hf

S3.005
27.349
15.171
1.697
1.340
0.325
0.196
0.129
0.096

+/-

0.560
0.426
0.182
0.045
0.022
0.047
0.008
0.005
0.008

=z

e @ 05/24/25 #10
ELEMENT
S 0.325
Mn 0.196
Fe 0.129
Hf 0.096
Sn 0.052
Pb 0.036
cd 0.024
Sb 0.018
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MINING PLUS MODE SAMPLE TWENTY-NINE TEST
RESULT (SMALLER BLOB):

X Test-Mining Plus a (TT113

X Test-Mining Plus a 1113

O 0c/26/25 #3
ELEMENT
Al 44.068
Zn 31.987
LE 18.830
W 2.107
Cu 1.965
Fe 0.283
Si 0.231
Mn 0.121
P 0.120
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if_'

0235
0.152
0.270
0.049
0.019
0.005
0.029
0.005
0.012

O 05/26/25 #3

ELEMENT

Si
M
P
Hf
Pb
SN
Cd
Sb

0.231
0.121
0.120
0.113
0.091
0.054
0.020
0.010

+ <]

0.029
0.005
0.012
0.008
0.004
0.002
0.003
0.001
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