MINING PLUS MODE SAMPLE 134 TEST RESULT:
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ELEMENT ELEMEMNT

Cu 78.002 0.183 Cu 78.002 0.183
n 8.673 0.046 Zn 8.673 0.046
K 65990 0.063 K 6990 0.063
Hf 5495 0.198 Hf 5495 0.198
Si 0.679 0.057 Si 0.679 0.057
Fe 0.090  0.006 Fe 0.090 0.006
Cr 0.038  0.007 Cr 0.038 0.007
Cl 0.034 0.002 Cl 0.034 0.002
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