MINING PLUS MODE SAMPLE TWENTY-FIVE TEST

RESULT:
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ELEMENT
Zn

Al

Cu

K

P

Si

S

Hf

Cl

82.331
6.593
3.915
3.443
3.329
0.194
0.103
0.084

0.0076 0.0007
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0.151
0.162
0.031
0.027
0.026
0.025
0.006
0.016

ELEMENT
Al

Cu
K
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Si
S
Hf
Cl

6.593
3.915
3.443
3.329
0.194
0.103
0.084
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0.162
0.031
0.027
0.026
0.025
0.006
0.016

0.0076 0.0007
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