MINING PLUS MODE SAMPLE SIX TEST RESULT:
X Test-Mining Plus -

@ 05/03/25 #7
ELEMENT
Zn 79.538
W 8.446
Al 3.869
Cu 1.708
K 1553
Si 0.293
Hf 0.182
P 0.076
al 0.034

P
B

1.437
0.209
0.206
0.041
0.047
0.031
0.014
0.013
0.002

X Test-Mining Plus -

@ 0c/03/25 #7

ELEMENT

Al 3.869
Cu 1.708
K 1.553
Si 0.293
Hf 0.182
P 0.076
Cl 0.034
Fe 0.020

P
B

0.206
0.041
0.047
0.031
0.014
0.013
0.002
0.003
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